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دهـي   بـه روش شـکل   ۵ و زيـرکن  ۴ پودرهاي آلومينـا  ۳ از طريق تف جوشي واکنشي ۲زيرکونيا-مولايت ۱ در اين تحقيق کامپوزيت -چكيده

خـواص  . مـورد بررسـي قـرار گرفـت      درصد وزني بر خواص آن يكتا مقدار  ۶گري دوغابي ساخته شد و تاثير افزودن مقادير مختلف ايتريا ريخته

نتـايج نشـان داد   . بررسـي گرديـد    C ۱۶00° پس از پخت در دماي  ريزساختار اين کامپوزيت چنين تحليل فازي به همراه فيزيکي و مکانيکي، هم

درصد وزني ايتريا بـه دليـل    ۵/۰افزودن مقادير بالاي . درصد وزني ايتريا تاثير چنداني بر روي خواص اين نوع کامپوزيت ندارد ۵/۰مقادير کمتر از 

هـاي   به دليل تثبيت فاز تتراگونال وکـاهش ميکروتـرک  . شود مي ۷و افزايش مقدار فاز تتراگونال انحلال آن در داخل ذرات زيرکونيا باعث تثبيت

با توجه به نتايج به دست آمـده  . يابد ها نيز افزايش مي ناشي از تبديل فاز تتراگونال به مونوکلينيک سختي و استحکام خمشي اين نوع کامپوزيت

زيركونيا باعـث افـزايش قابـل توجـه اسـتحكام      -مولايت درصد وزني ايتريا به كامپوزيت ۷۵/۰قدار توان دريافت كه افزودن م در اين تحقيق مي

  .شود ها مي مكانيكي اين نوع كامپوزيت
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Abstract : In this study, the effect of different amounts of Y2O3 on the properties of mullite-zirconia composites was 

investigated. For this purpose, these composites were fabricated by reaction-sintering of alumina and zircon as raw materials. 

Besides, the slip casting method was used for forming these composites, and sintering process was carried out at 1600 °C. Then, 

the physical and mechanical properties, phase composition and the microstructure of these composites were investigated. The 

results showed that yittria addition up to 0.5 wt.% has no effect on the properties of these composites. Besides, addition of more 

than 0.5 wt.%  yittria formed solid solution with zirconia grains and led to stabilization of tetragonal zirconia phase and 

increasing of its amount. Hence, yittria addition increases the hardness and bending strength of composite by stabilizing 

tetragonal zirconia phase and then, decreasing the micro-crack formation during zirconia phase transformation. As results show, 

addition of 0.75 wt.% yittria leads to a considerable increase in the  bending strength. 
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