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Abstract

In this research, copper/silver-silicon carbide Cu-Ag-SIC composite was prepared by the friction
stir processing (FSP). For this purpose, nanometer and micrometer SIC particles were used as
reinforcing particles. In order to evaluate the microstructural properties, X-ray diffraction (XRD)
analysis, scanning electron microscope and optical microscope were employed. Evaluation of
mechanical properties through microhardness measurement, tensile test and pin on disc test were
utilized to evaluate the wear behavior of the composite. The results of X-ray analysis revealed the
presence of two phases of CuAg solid solution along with SIC particles, which indicated the
formation of Cu-Ag-SIC composite. The addition of nano-particles led to a significant decrease in
the intensity of peaks compared to micro-particles. This indicated a decrease in the grain size of
the CuAg matrix. Using the FSP in the presence of reinforcing particles and without it led to a
decrease in the crystal size and average grain size compared to the sample without FSP. So that
the grain size of the sample without FSP and the FSPed sample without reinforcing particles and
with nano-reinforcing particles were found to be about 46.3, 19.2 and 3.6 um, respectively. The
wear mechanism in the sample before FSP was adhesive wear due to its soft nature of the matrix,
and after FSP in the sample without reinforcing particles, the adhesive wear decreased and due to
the addition of slicon carbide micro and nano- particles reinforcement, the wear mechanism in
entirely altered to abrasive wear. Overall, it can be stated that the addition of silicon carbide
nanoparticles by FSP leads to the fabrication of Cu-Ag-SIC composite with high mechanical
properties.

K eywords: Friction sir processing, nanocomposite, copper-silver, silicon carbide, microstructure, mechanical
properties, wear properties.
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